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TEST REPORT
Issued to : M/S Siddhi Rubber Udyog Report No. MS- 190522-01
Plot No-C-127,Sector-10 Report date: 25/05/2022
! Noida Gautam Buddha Nagar(U.P) Sample Received: 19/05/2022
| Analysis date: 19/05/2022 to 25/05/2022
L Sampled By: Customer
Sample Description: Geo-Textile P-1/1
Size:- SN.600GSM
RESULTS
} Sr. | Parameters Test Method | Unit Result
No.
1 Extension at break DIN EN 53857/2 % 94
i
2 Unit- WElsht - DIN EN 53854 Glm' 600
| .
| 3{a) | Thickness at 0.02 bar DIN EN 53855/3 mm 45
(b) | Thickness at 2.0 bar | DIN EN 53855/3 mm 24
|
I- 4 Tensile Strength DIN EN 53857/2 N/cm* 3%
i b
5 Extension at 30 % of tensile | DIN EN 53857/2 * | 27
| strength _
| 6 | Resistance against acid & | DINEN 53857/2 % ¥ 34
15 alkaline solution, pH 2-13 j
7 Permeability in plane @ ASTM D 4491 | % 22
0.02 bar & 2.00 Bar
(a) | at0.02 bar ASTM D 4491 Cm/s 5 x 104
(b) | at2.00Bar ASTM D 4491 Cm/s 5 x 1077
8 Resistance to punching DIN EN 54307 N 2024
...........'1.
END OF REPORT

Note:- (1) The above results ore reloted only 1o the test performed on the sample, Endorsement fo product is neither inferred. (2) This report is
not to be reproduced wholly or in port & con not be used as on evidence in the court of low & should not be used in o ony odvertising medio
without special permission in writing (3) Somple will be destroyed ofter 30 days from the dote of reporting unless otherwise specified,

(4) Total liability of our lab is limited to the invoice amount (5) report refers 1o the somple drown by
shree rom testing Loborotories unless mentioned otherwise




